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GRI MEDICAL & ELECTRONIC TECHNOLOGY CO.,LTD . 
1805 HONGGAO ROAD 314031 JIAXING, ZHEJIANG PEOPLE'S REPUBLIC OF CHINA 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Nonwoven fabric: in blue(Xposure Guard FR) 
SGS Internal Ref.No. : 14S15013602 
Manufacturer : GRI METC 
Other Information : Batch No.: GA11507120503-1 
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : Sep 07, 2015 
Testing Period : Sep 07, 2015 -  Sep 29, 2015 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
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Test Result 
 
 
Flammability Resistance of Textiles-Vertical Test (ASTM D 6413/D6413M-13b) 
 
 
As received 

Specimen Number 
After flame Time 

( 0.2s)  
Afterglow Time 

( 0.2s)  
Char Length 

( 3mm)  
 Dripping or Melting 

Lengthwise 

1 NIL NIL 102 N 

2 NIL NIL 99 N 

3 NIL NIL 99 N 

4 NIL NIL 105 N 

5 NIL NIL 108 N 

Total NIL NIL 513 / 

*Average NIL NIL 103 / 

Widthwise 

1 NIL NIL 102 N 

2 NIL NIL 102 N 

3 NIL NIL 105 N 

4 NIL NIL 99 N 

5 NIL NIL 108 N 

Total NIL NIL 516 / 

*Average NIL NIL 103 / 

Remark: 
 

N:  melting or dripping didn’t occur. 
 

Ignition time:  12±0.2S 
 
Fabric weight: 78 g/m² 
 

 

Equipment No.: TX-111 
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Sample Photo 

 
 

*** End of Report *** 
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